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Avantor Performance Materials, LLC

100 Matsonford Rd, Suite 200, Radnor, PA 19087. U.S.A. Phone 610.386.1700

BAKERBOND™ XWP 500 Poly PEI-35

SPE 

35�m, 500Å

Material No.: 7585-01
Batch No.: 24F2862007

Manufactured Date: 2023-05-25
Retest Date: 2028-05-23

Revision No.: 0

Appearance Passes Test Passes Test

Mean Particle Size  �m 30 - 40 37

Carbon (C), For Information Only 52.9 %

Nitrogen (N) 4.5 - 6.5 % 5.5 %

Pressure (psi) Passes Test Passes Test

Liquid Chromatography Use Test Passes Test Passes Test

Lysozyme (Retention time, min), For Information Only 1

IgG, K', For Information Only 2.0

BSA, K', For Information Only 6

Internal Control - BSA Capacity, For Information Only 24

Bacterial Count, For Information Only < 10 CFU/g

For drug manufacturing or R&D use only. Not on TSCA Inventory.
Storage Condition: Store between 2°C and 15°C

Country of Origin: USA
Packaging Site: Phillipsburg Mfg Ctr & DC


